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Synthesis and Study of Co-Doped Zinc Oxide

Nanoparticles with Copper, Magnesium, Calcium and

Cobalt Ions by Microemulsion Method

N. khodabande shahraki, I. Sharifi*, H. Sharifi

Department of Materials Engineering, Faculty of Engineering, Shahrekord University,

Shahrekord, Iran
* ibrahim.sharifi@outlook.com

Abstract: In the present study, zinc oxide nanoparticles were synthesized by simultaneous
doping of Zno.ssCuo.020 with Ca**, Mg?", and Co?" ions using the microemulsion method.
The phase, crystallization, and particle size of samples were identified by X-ray diffraction
(XRD) analysis. The formation of the desired phase was confirmed by, X-ray diffraction.
Also, the infrared spectrum (Far-FTIR) was confirmed the existence of the wurtzite
structure, according to the position of the bands in the range between 420 cm™! to 250 cm™'.
The vibrating sample magnetometer (VSM) was used to investigate the magnetic
properties, which the presence of magnetic properties was indicated in the produced
samples. Morphological and particle size was obtained by Transmission -electron
microscopy (TEM). The particle size of spherical zinc oxide samples was found in the nano
range (15 £ 3 nm). Differential reflectance spectroscopy (DRS) analysis was used to
investigate the electrical properties and measure the bandgap energy. The bandgap of the
Cu-ZnO sample was 2.7 eV. The bandgap energy was reduced by the substitution of
dopants in zinc oxide samples. Co-doped Ca-Cu-ZnO has the lowest bandgap energy
among samples, and, the bandgap of the Co-Cu-ZnO sample was around 2.5 eV, so that,
this sample can be optimum concerning higher magnetic properties and haven’t any
impurity in the XRD pattern.

Keywords: Nanoparticles, Diluted magnetic semiconductor, Zinc oxide, Microemulsion,
dopant.
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